Counts

Clay,2-40, 32mm,ADS_172 DFWJ glycolated
1500 —

1000

500 —

10 20 30
Position [°26] (Copper (Cu))

Peak List

No. Pos. [°20] d-spacing [A]  Height [cts] Matched by Rel. Int. [%]

1 5.2846 16.72308 133.48 98-005-1636 32.14

2 19.7044 4.50559 255.40 98-016-2621, 98-005-1636 61.50
3 21.5771 4.11858 415.30 98-016-2621 100.00

4 26.5823 3.35337 181.54 98-005-1636 43.71

5 33.3223 2.68890 78.76 98-005-1636 18.96

6 35.0095 2.56309 133.40 98-016-2621, 98-005-1636 32.12

7 36.7762 2.44391 228.23 98-016-2621, 98-005-1636 54.95



Pattern List

No. Visible Ref. Code Compound Name Chemical Formula
Score SemiQuant [%]

1 True 98-016-2621  Tridymite O 025Sil
47 96
2 True  98-005-1636 Montmorillonite (Ca-exchanged) H8.2 Al4 Cal.2 027.3Si8

15 4



